
 

 

 

 

Electron energy loss spectra of MNP@PS (top; red sphere in Figure 4.20b) and 

UCLNP@PS (bottom; blue sphere in Figure 4.20b) are displayed. The spectra contain the 

reference spectrum of iron (green line) and the spectrum measured for the region 

marked in Figure 4.20b, respectively. 


